
20 25 30 35 40 45 50 55 60 65 70 75 80 85 90 95 100 105 110 115 120 125 130 140 150 160 170 180 190 200

S235JR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR

S235JR+KVL +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR

S235J0 +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N N N N N N N N N N N N N N N

S235J2 +N +N +N +N +N +N +N +N +N +N +N +N +N N N N N N N N N N N N N N N

S275JR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR

S275JR+KVL +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR

S275J0 +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N N N N N N N N N N N N N N N

S275J2 +N +N +N +N +N +N +N +N +N +N +N +N +N N N N N N N N N N N N N N N

S355JR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR N N N N N N N N N N N N N N

S355JR+KVL +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR N N N N N N N N N N N N N N

S355J0 +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N N N N N N N N N N N N N N N

S355J2 +N +N +N +N +N +N +N +N +N +N +N +N +N N N N N N N N N N N N N N N

S355K2 +N +N +N +N +N +N +N +N +N +N +N +N +N N N N N N N N N N N N N N N

S275N +N +N +N +N +N +N +N +N +N N N N N N N N N N N N N N N

S275NL

S355N +N +N +N +N +N +N +N +N +N N N N N N N N N N N N N N N

S355NL N N N N N N

S355J0W +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N +AR/+N

S355J2W +N +N +N +N +N +N +N +N +N

S355K2W +N +N +N +N +N +N +N +N +N

P235GH +N +N +N +N +N +N +N N N N N N N N N N

P265GH +N +N +N +N +N +N +N N N N N N N N N N

P295GH +N +N +N +N +N +N +N N N N N N N N N N

P355GH +N +N +N +N +N +N +N N N N N N N N N N

16Mo3 N N N N N N N N N

P275NH +N +N +N +N +N +N +N +N +N N N N N N N

P275NL1

P275NL2

P355NH +N +N +N +N +N +N +N +N +N N N N N N N

P355NL1

P355NL2

C35 +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N

C45 +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N

C50 +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N

C60 +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N

25CrMo4 +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A +S/+A +S/+A +S/+A

41Cr +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A +S/+A +S/+A +S/+A

42CrMo4 +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT

16MnCr5 +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N +A/+N

20MnCr5 +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N

A516 Gr. 60 +N +N +N +N +N N N N N N N N N N N N N N N

A516 Gr. 70 +N +N +N +N +N N N N N N N N N N N N N N N

ASTM A36-05 A36 +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR +AR N N N N N N N

ASTM A588-05 A588 Gr. B +N +N +N +N +N +N +N +N +N

ASTM A829-07 SAE 4140 +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT +S/+A/+QT

ASTM A827-07 SAE 1045 +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT +S/+A/N/+QT

W 1.2311 W 1.2311 +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT

W1.2312 W1.2312 +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT

W1.2738 W1.2738 +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT +A/+QT

+AR

+N

N

+A

+S

+QT

Type 2.1

Type 2.2

Type 3.1

Type 3.2

Technical & dimensional characteristic of Plate (from slab)

As rolled

Normalizing rolling

Normalized in furnace

Annealing

EN 10028-3:2004

EN 10028-2:2004

Thickness
Standard Steel grade

EN 10025-2:2004

EN 10025-5:2004

EN 10025-3:2004

EN 10083-2:2006

EN 10083-3:2006

EN 10084:2006

Treated to improve shearability

Type of certificate EN 10204:2004

Quenched and tempered

Delivery condition (heat treatment)

Declaration of compliance with the order

Test report

Inspection certificate 3.1

Inspection 
certificate 3.2

ASTM A516-07


